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Product Test Report

MHREHR S 70EENBR
#5 : 1711227
RSB : 2017512827H
Press cure —ERERALEAE Post cure: — EREAL 514
180°C*3min I

. . . SPEC |Test Methods Value
Original Properties(&#illizt ) B =5E F—— A
Shore A handness(F&fE ) Points D2240 72
Tensile strength(FI{H32E ) Mpa D412 114
Elongation (fitiAfrfe 3 D412 300
Specific Gravity ( Eiis ) . | ) @<L, | 1.36
Heat aging ( #ZFSE{k ) 70 Er at 100°C
Hardness change (FEEZE{Y ) Ia'r s ] D573 2
Tensile strength change(}ﬁ{%ﬁ};‘ﬁi{ ) | % == D573 1 6
Elongation change (fitBfrfi<ERast, ) | % D573 | 13
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