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b4l YANGZHONG WENCHENG SEALING ELEMENT CO.,LTD

Certificate of Analysis

#1% H #(Issue Date) 12-Jan-14
i # S R | hrBREE | fRKE
(Characteristic) PP Hardness Tensile Elongation
TRFRUE — GBIT GBIT GBIT
(TestStandard) 531-1999  |528-1998 528-1998
R B AL — |Shore A| Mpa %
(Test Unit)
WenCheng Seal
Company
R & | RaiS MIRE (Test data) HE (kg |EF=HE| B HE
(Product (Lot No.) Judgement
Name)
R Dow 58 7.5 490 180 &t
Silicone Corning Qualified

R4 1 10052 ekl o inC8-B 0.95%, MEER2mmik A . —REIL170C* 10380, = IREL200°C*2405 k.
Test condition: Properties obtained using 0.5 part C8-B  on 2 mm thick slabs , moulded 10 minutes at 170°C. Post

cure 240 minutes at 200°C

%iF (REMARKS) :




